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% 7 (g/cn3)(23°C) ASTM D792-08 Method A | 0.936

T4 5 % (kgf/cn2) AST D732-02 119

it s 2 (kgf/on2) ASTM D638-08 94
(TYPE 1, V=5m/min)

4% 4 (kgt) %4 ASTM D1037-06a(3x2)| 307

Res79 A (kgf/cn2) ASTM D695-10 230

(V=1. 3mm/min)

i 5 & (kgf/cm2) ASTM D790-10 188

Procedure B

Fod S i ASTM D790-10 7816
Procedure A
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